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2. To prepare the medium suspension

1. Determine the desired packed bed volume by multiplying the cross-sectional
area of the column (see table above) by the desired bed height.

2. Gently shake the bottle of Sephacryl™ HR to make an even slurry.

3. Measure out the required volume of medium slurry, 1.5 x the desired packed
medium volume***, using a measuring cylinder and pour it into a beaker.
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Recommended packing flow rates (ml/h) with aqueous buffers at room
temperature

Sephacryl Sephacryl Sephacryl

S-100 HR S-300 HR S-400 HR

S-200 HR S-500 HR
Column STEP 1 STEP 2 STEP1  STEP2 STEP 1 STEP 2
XK 16/40 60 150 60 190 60 250
XK 16/70 60 110 60 140 60 180
XK 16/100 60 100 60 120 60 160
XK 26/40 150 410 240 490 240 650
XK 26/70 150 300 240 360 240 480
XK 26/100 150 270 180 320 240 430
XK 50/60 600 1150 600 1400 600 1800
XK 50/100 500 800 600 950 600 1300

10. Using one adaptor and a bottom piece. Remove excess medium carefully with
a small spoon or a plastic spatula. The bed surface should be about 4-5 mm
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